
chain, w ire rope and fittings, springs, and energy absorbing devices and products :    

  

Test  Test Method(s) 
Coatings , Conversions and Platings  ASTM B487, B748  

Coating T hickness   EN ISO 1463; NASM 1312 - 12  

Coating Weight  ASTM A90, A428, B137; MIL - DTL - 16232  

  

Conductivity   ASTM E1004  

  

Hydrostatic P r e s s u r e  T e s t s  ( 0  t o  40,000 )  psi   SOP 44.00

1  

  

M e c h a n i c a l  T e s t s  o f  M e t a l s  a n d  M e t a l  P r o d u c t s  

Bend   ASTM E190, E290; AWS B4.0, D1.1, D1.2, D1.5; 

DIN EN 910   

Compression   SOP 39.50

1  

C r e e p

 

 ASTM E139  
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Test  Test Method(s) 
Mechanical Tests of Metals and Metal Products cont’d 

Hydrogen Embrittlement  ASTM F606, F606M; NASM 1312-5, 1312-14; 
SAE J78, J81, J1237, J238, J773, USCAR-7; 
6010M, 6171M; MIL-DTL-32119 

Impact (-452 to +500) °F 

 

 32119
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Test  Test Method(s) 
Metallography and Micrography of Ferrous and Nonferrous Materials cont’d
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